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Particle Size Distribution Report
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT | %CLAY
0.0 23.1 2.4 445
SIEVE | PERCENT | SPEC’ PASS? _ Seil Description
SIZE FINER PERCENT | (X=NO) FINES, some Sand, some Gravel
1in. 100.0
75 in. 91.1
3 in, 36.9
‘372 n %2 A&rberg Limits Bl
nL o = - =
4 769 PL
#10 721 Coefficients
#20 68.6 Dgg= 11.5 Dgo= 0243 Dgg= 0.126
#40 65.1 85~ - -
460 60.4 D3o= D15= D1o=
#100 524 Cu= Ce=
#200 445 c
USCS= %§ETO=
Remarks
FM=0.99
* (mo specification provided) _
Sample No.: 02-645 Source of Sample; Test Barings Date: 6-18-02
Location: B-1/S-1 Elev./Depth: 0.3m-0.9m
= Client: NYS Thruway Authority
S i B Project: NYS Canal at Lock 70
Project No; BD-02-088 Figure Number 02-645
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Particle Size Distribution Report

Project No: BD-02-088 Figure Number
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT | %cLAy
0.0 7.6 41.0 514 ‘
SIEVE | PERCENT |. SPEC. PASS? Soil Description
SIZE FINER PERCENT | (X=NO) FINES, and Sand, trace gravel
.5 in. 100.0
375 in. 96.4°
: Atterberq Limits
#10 88.1 = = =
420 84,1 PL LL Pl
ﬁég ;gg Coefficients
#100 63.7 Dg5= 1.03 Dgo= 0.123 D50p=
#200 51.4 D3p= D15= D1o=
Cs Ce=
Classification
USCS= AASHTO=
Remarks
F.M.=047
* (no specification provided)
Sample No.: 02-646 Source of Sample: Test Borings Date: 6-18-02
Location: B-1/8-2 Elev./Depth: 0.9m-1.5m
Client: NYS Thruway Authority
i B Project: NYS Canal at Culvert 70
02-646
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Particle Size Distribution Report
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT |  %cCLAY
0.0 19.6 36.4 44.0
SIEVE PERCENT SPEC.* PASS? SOH Descrigtion
SIZE FINER PERCENT | (X=NO) FINES, and Sand, little Gravel
1in. 100.0
.75 in. 95.8
Ak |8 ,
375 in. . imi
03 i 818 Pl Atte;ber Limits =
#4 80.4
ﬁ:lzg ;gg Cogefficients
#40 728 D85_=_ 10.1 Dsof 0.164 D5Of 0.101
#60 67.9 D3p= D15= D10=
#100 58.1 Cy= Ce=
#200 44.0 . .
Classification
USCS= AASHTO=
« Remarks
F.M.=0.81
* (no specification provided)
Sample No.: 02-647 Source of Sample: Test Borings Date: 6-18-02
Location: B-1/8S-3 Elev./Depth: 1.5m-2.1m
Client: NYS Thruway Authority
i B Project: NYS Canal at Culvert 70
Project No: BD-02-088 Figure Number  02-647




3

)

T

T

2

ey

Particle Size Distribution Report

Figre Number
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500 100 10 1 0.1 0.01 0.001
GRAIN SIZE - mm .
% COBBLES % GRAVEL % SAND % SILT | % CLAY
0.0 17.2 30.4 52.4
SIEVE | PERCENT | . SPEC. PASS? Soll Description
SIZE FINER PERCENT | (X=NO) FINES, some Sand, little Gravel
1in. 100.0
.75 in. 95.6
Ak | B ,
1n . imi
-5 /0 10 Atterberg Limits
25in. 84.2 - - -
7} 878 PL LL |
ﬁég ;g; Coefficients
#40 731 D85f 6.91 Dgof 0.130 DSOf
#60 68.5 D3p= D15= D1o=
#100 62.0 Cy= Ce=
#200 524 . .
Classification
USCS= HTO=
Remarks
FM.=0.71
* (no specification provided)
Sample No.: 02-648 Source of Sample: Test Borings Date: 6-18-02
Location: B-1/S-4 Elev./Depth: 2.1m-2.7m
Client: NYS Thruway Authority
i B Project: NYS Canal at Culvert 70
Project No: BD-02-088 02-648
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‘ Particle Size Distribution Report
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L GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT | % CLAY
= 0.0 250 736.1 389
= SIEVE | PERCENT | SPEC* | PASS? Soil Description
- SIZE FINER PERCENT | (X=NO) FINES, and Sand, some Gravel
1.5in. 100.0
L 1in. 93.1
in .
. - Ul . Atterberq Limits
375 in. 80.5 - = _
[ ‘ .252& 7,§‘(’; P LL PI
' : Coefficients
4] 63 Dgs= 19.6 Dgo= 0420 Dsg= 0.175
i #40 60.1 D3g= D15= D10=
#60 54.8 CoF Ces
. #100 47.8 o
#200 389 Classification
- uscs= = AASHTO=
_; Remarks
FM.=1.12
1
J * (no specification provided)
: Sample No.: 02-649 Source of Sample: Test Borings Date: 6-18-02
! Location: B-1/8-5 : Elev./Depth: 2.7m-3.3m
Client: NYS Thruway Authority
) S i B Project: NYS Canal at Culvert 70
Project No: BD-02-088 Figure Number  02-649
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Particle Size Distribution Report

Fij_iure Number
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] GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT | %CLAY
0.0 48.3 40.1 11.6
SIEVE | PERCENT | . SPEC.” PASS? Soil Description
SIZE FINER PERCENT | (X=NO) GRAVEL, and Sand, little Fines
1.5 in. 100.0
1in. 717
373 613
-5 /9 1, . Atterberg Limits
25 in, 553 = = -
#% | 351 PL LL Pi
: Coefficients
720 21 Dgs= 29.5 Dgo= 856 Dpo= 4.16
#60 20.2 D3p= 0.879 D1s5= 0.127 D10o=
#100 16.2 Cy= Cc=
#200 11.6 o
Classification
USCS= AASHTO=
Remarks
. FM=1.71
* (no specification provided) ° !
Sample No.: 02-650 Source of Sample: Test Borings Date: 6-18-02
Loocation: B-1/8-6 Elev./Depth: 4.6m-5.0m
‘ Client: NYS Thruway Authority
i B Project: NYS Canal at Culvert 70
Project No: BD-02-088 02-650
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Particle Size Distribution Report
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT I % CLAY
0.0 504 334 16.2
SIEVE | PERCENT | SPEC. PASS? Soil Description
SIZE FINER PERCENT | (X=NO) GRAVEL, some Sand, little Fines
1.5 in. 100.0
1in. 89.5
ne |2 ;
mn. Atterberg Limits
375 in. 59.9 = = =
25 in, 531 PL L !
#% fgg Coefficients
#20 36.8 D85f 235 Dsgf 9.59 D5Of 4.93
#40 345 D3p= 0.220 D15= D10=
#60 31.7 Cy= Cc=
#100 23.8 o
#200 16.2 - Classification
USCs= =
Remarks
FM.=1.95
* (no specification provided)
Sample No.: 02-651 Source of Sample: Test Borings Date: 6-18-02
Location: B-2/S-1 Elev./Depth: 0.3m-0.9m
Client: NYS Thruway Authority
i B Project: NYS Canal at Culvert 70
Project No: BD-02-088 Figure Number  02-651
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Particle Size Distribution Report
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT | % CLAY
0.0 40.4 46.1 13.5
SIEVE | PERCENT | . SPEC. PASS? Soil Description
SIZE FINER PERCENT =NO) SAND, and Gravel, little Fines
75 in. 100.0
5. 82.1
A ,
m . imi
. . Atterberg Limits
#4 59.6 - = -
#10 159 PL LL Pl
ﬁﬁg %g% ' Coefficients
#60 33:0 D85= 13.9 D60= 4.84 D50= 2.75
#100 239 D3p= 0.206 D15= 0.0839 D10=
#200 13.5 Cy= Co=
Classification
USCS= AASHTO=
Remarks
FM.=1.40
* (no specification provided)
Sample No.: 02-652 Source of Sample: Test Borings Date: 6-18-02
Location: B-2/S-2 Elev./Depth: 0.9m-1.5m
Client: NYS Thruway Authority
i B Project: NYS Canal at Culvert 70
Project No: BD-02-088 Figure Number  02-652
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Particle Size Distribution Report
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT | % CLAY
0.0 57.0 34.5 8.5
SIEVE | PERCENT SPEC.* PASS? . Soil Description
SIZE FINER PERCENT (X=NO) GRAVEL, some Sand, trace fines
1.51in. 100.0
1in. 81.4
nh| g ;
2D In . imi
in. Atterberg Limits
375 in. 62.6 - o -
25 in, 471 PL LL P
##1% ggg Coefficients
40 275 Dgs= 28.0 Dgp= 8.78 Dgp= 6.91
#40 256 D3qg= 1.58 D1g= 0.147 D1p= 0.0913
#60 23.0 Cy= 96.12 Ce= 3.13
#100 153 : o
#200 8.5 Classification
USCS= AASHTO=
Remarks
FM.=2.04
* (no specification provided)
Sample No.: 02-653 Source of Sample: Test Borings Date: 6-18-02
Location: B-2/8S-3 Elev./Depth: 1.5m-2.1m
Client: NYS Thruway Authority
i B Project: NYS Canal at Culvert 70
Project No: BD-02-088 Figure Number  02-653
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Particle Size Distribution Report
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT | % CLAY
0.0 ‘ 61.2 30.5 8.3
SIEVE PERCENT . SPEC’t PASS? ‘ Soil Descrigﬁon
SIZE FINER PERCENT | (X=NO) GRAVEL, some Sand, trace fines
1.5in. 100.0
1in 86.0
nE |k ,
mn . =
373 in 301 pL= Atte;ber Limits =
251in 431%3
. Coefficients
ﬁég %Zg Dgs= 24.6 Dgo= 14.0 Dgg= 9.47
#40 228 Dag= 2.23 D15= 0.156 D1g= 0.0943
#60 20.8 Cy= 148.16 Cc= 3.77
#100 14.5 . .
#200 8.3 Classification
USCS= HTO=
Remarks
FM.=2.20
* (no specification provided)
Sample No.: 02-654 Source of Sample: Test Borings Date: 6-18-02

Location: B-2/S-4

Elev./Depth: 2.1m-2.7m

SJB-

Client: NYS Thruway Authority
Project: NYS Canal at Culvert 70

Project No: BD-02-088

Figure Number 02-654
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Particle Size Distribution Report
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT | % CLAY
0.0 4.8 49.8 454
SIEVE PERCENT SPEc* PASS? Soil Descrigtion
SIZE FINER PERCENT | (X=NO) FINES, some Sand, trace gravel
.5 in. 100.0 :
375 in. 99.3
55| o ,
410 %0.8 bLe A{te;ber Limits _
#20 86.4
ﬁgg ggé Coefficients
#100 56.2 D85f 0.677 Deof 0.177 DSOf 0.106
#200 45.4 D3g= D15= D10=
CU= CC=
Classification
USCS= AASHTO=
Remarks
FM.=0.49
* (no specification provided)
Sample No.: 02-655 Source of Sample: Test Borings Date: 6-18-02
Location: B-2/8-5 Elev./Depth: 2.7m-3.3m
Client: NYS Thruway Authority
S i B Project: NYS Canal at Culvert 70
Project No: BD-02-088 Figure Number  02-655
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT |  %cLAY
0.0 47.6 30.7 21.7
SIEVE PERCENT . SPEC.* PASS? SO“ Descrigtion
SIZE FINER PERCENT | (X=NO) GRAVEL, some Sand, little Fines
1.5 in. 100.0 '
1in. 86.3
- 1. Atterberg Limits
375 in. 59.2 - = -
25 in. 5522 PL L Pl
#% %g‘ Coefficients
#20 435 D85i 24.5 DSOf 10.3 Dsp= 3.38
#40 39.4 D3p= 0.187 D15= D1p=
#60 33.7 Cu= Co=
#100 27.4 L
#200 21.7 Classification
USCS= AASHTO=
Remarks
FM=1.85
* (no specification provided)
Sample No.: 02-656 Source of Sample: Test Borings Date: 6-189-02
Location: B-2/S-6 Elev./Depth: 4.6m-4.9m

Client: NYS Thruway Authority

S i B Project: NYS Canal at Culvert 70
02-656

Project No: BD-02-088 Figure Number
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Particle Size Distribution Report

Figllre Number

£ . .
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500 100 10 1 0.1 0.01 0.001
GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT | % CLAY
0.0 14.5 21.2 64.3
' SIEVE | PERCENT SPEC.* PASS? Soil Description
SIZE FINER PERCENT | (X=NO) FIMES, some Sand, little Gravel
75 in. 100.0
.5 in. 97.0
B | R :
-2 10 . Atterberg Limits
#4 85.5 = = A =
g | 2 N A |
: Coefficients
#40 733 = S ——— —
#60 713 Dgs= 4.54 Dgo= Dsg=
#100 68.1 D3p= D1s5= D10=
#200 643 Cy= Ce
Classification
USCS= AASHTO=
Remarks
FM.=0.54
¥ (no specification provided)
Sample No.: 02-657 Source of Sample: Test Borings Date: 6-18-02
Location: B-3/8S-1 Elev./Depth: 0.3m-0.9m
Client: NYS Thruway Authority
i B Project: NYS Canal at Culvert 70
Project No: BD-02-088 02-657
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Particle Size Distribution Report
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT } % CLAY
0.0 62.7 27.3 10.0
SIEVE PERCENT . SPEC.* PASS? Soil Descrigtion
SIZE FINER PERCENT | (X=NO) GRAVEL, some Sand, trace fines
1in. 100.0
.75 in. 79.1
Ak | % ;
m . imi
219 M. Afterberg Limits
25 1n. 41.5 = = . =
#% %g% PL LL Pl
: Coefficients
a0 249 Dgs= 21.0 Dgo= 110 Dsp= 8.89
#60 21.1 D3g= 2.09 Dqg= 0.115 D1p= 0.0750
#100 17.7 Cy= 147.26 - Ce= 5.29
#200 10.0 . .
Classification
USCS= AASHTO=
Remarks
FM.=2.13
* (no specification provided)
Sample No.: 02-658 Source of Sample: Test Borings Date: 6-18-02
Location: B-3/S-2 Elev./Depth: 0.9m-1.5m
Client: NYS Thruway Authority
S ' B Project: NYS Canal at Culvert 70
) Project No: BD-02-088 Figure Number ~ 02-658
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT ] % CLAY
0.0 24.0 32.6 43.4
SIZE FINER PERCENT | (X=NO) FINES, some Sand, little Gravel
1in. 100.0
75 in. 90.3
I ,
-5 /0 1. . Atterberg Limits
25 in. 78.0 - - -
#% ;?2 PL LL Pl
: Coefficients
20 812 Dgs= 11.6 Deo= 0277 Dgo= 0.124
#60 58.9 D3p= D15= D1o=
#100 52.5 Cy= Ce=
#200 434 o
- Classification
USCS= AASHTO=
Remarks
F.M.=1.00
* (no specification provided)
Sample No.: 02-659 Source of Sample: Test Borings Date: 6-18-02
Location: B-3/S-3 Elev./Depth: 1.5m-2.1m
Client: NYS Thruway Authority
: i B Project: NYS Canal at Culvert 70
‘ Project No: BD-02-088 Figure Number  02-659




Particle Size Distribution Report
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT |  %CLAY
0.0 11.0 39.6 49.4
SIEVE | PERCENT |- SPEC. PASS? Soll Description
SIZE FINER PERCENT | (X=NO) FINES, and Sand, little Gravel
75 in. 100.0
Sin. 95.6
B oo ,
1, . imi
. : Atterberq Limits
#4 89.0 - - -
g B T |
’ Coefficients
iy 33 Dgs= 2.92 Dgg= 0.163 D5g= 0.0790
#100 58.6 D3p= D15= D1o=
#200 49.4 Cy= Co=
Classification
USCS= AASHTO=
. Remarks
F.M.=0.58
* (no specification provided)
Sample No.: 02-660 Source of Sample: Test Borings Date: 6-18-02
Location: B-3/S-4 Elev./Depth: 2.1m-2.7m
Client: NYS Thruway Authority
i B Project: NYS Canal at Culvert 70
Project No: BD-02-088 Figure Number  02-660
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Particle Size Distribution Report
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) _ GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND %SILT | %CLAY
0.0 14.5 37.9 47.6
SIEVE PERCENT SPEC.* PASS? SO“ Descrigtion
SIZE FINER PERCENT | (X=NO) FINES, and Sand, little Gravel
1in. 100.0
.75 in. 95.2
Ak | :
.375 in imi
n. . Atterberg Limits
25 1n. 87-1 = = =
#% ggg PL LL: Pi
. Coefficients
#20 753 - S——— TS =
#40 71.0 D85: 429 DGO: 0.176 D50: 0.0902
#60 65.6 : D3p= D15= D1o=
#100 57.3 Cu= Ce=
#200 47.6 o
Classification
USCS= — AASHTO=
Remarks
F.M.=0.70
* (no specification provided)
Sample No.: 02-661 Source of Sample: Test Borings Date: 6-18-02
Location: B-3/8S-5 Elev./Depth: 2.7m-3.3m

Client: NYS Thruway Authority

S i B Project: NYS Canal at Culvert 70
, 02-661

Project No: BD-02-088 Figure Number
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Particle Size Distribution Report
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500 100 10 1 0.1 0.01
GRAIN SIZE - mm :
% COBBLES % GRAVEL % SAND % SILT [ % CLAY
0.0 49.2 23.2 27.6
SIEVE PERCENT - SPEC.” PASS? Soil Descrigtion
SIZE FINER PERCENT | (X=NO) GRAVEL, some Fines, some Sand
1.5 in. 100.0
1in. 90.3
ne | ;
.0 . R i
373 10 i PL= Atte;ber Limits -
251n. 534
#% 22213 Coefficients
#20 441 D85f 22.6 : Dsof 10.1 D50=_= 4.28
#40 424 D3g= 00972 D15= D10=
#60 39.5 Cyo Co=
#100 343 . .
#200 27.6 Classification
USCS= =
Remarks
FM.=1.79
* (no specification provided)
Sample No.: 02-662 Source of Sample: Test Borings Date: 6-18-02
Location: B-3/8-6 Elev./Depth: 4.6m-5.0m
\ Client: NYS Thruway Authority
S i B Project: NYS Canal at Culvert 70
Project No: BD-02-088 Figure Number  02-662
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Particle Size Distribution Report
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500 100 10 1 0.1 0.01 0.001
GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT | % CLAY
0.0 184 38.3 43.3
SIEVE PERCENT SPEC.* PASS? Soil Description
SIZE FINER PERCENT | (X=NO) FINES, and Sand, little Gravel
.75 in. 100.0
.5 in. 91.9
G| o ,
m . imi
. . Atterberq Limits
#4 81.6 = - _
#10 739 PL LL Pl
ﬁﬁg ggg Coefficients
#60 58.4 D85f 6.84 D60f 0.289 D5of 0.127
#100 52.1 D3p= D15= D4o=
#200 433 Cy= Ce=
Classification
USCsSs= AASHTO=
Remarks
FM.=0.77
* (no specification provided)
Sample No.: 02-663 Source of Sample: Test Borings Date: 6-18-02
Location: B-4/S-1 Elev./Depth: 0.3m-0.9m
Client: NYS Thruway Authority
i B Project: NYS Canal at Culvert 70
Project No: BD-02-088 Figure Number  02-663
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Particle Size Distribution Report
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500 100 10 1 0.1 0.01 0.001
GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT | % CLAY
0.0 51.2 22.1 26.7
SIEVE PERCENT - SPEC.* PASS? Soil Descripﬂon
SIZE FINER PERCENT | (X=NO) GRAVEL, some Fines, some Sand
1in. 100.0
75 in. 76.0
Ak |5 ,
2570 1. - Atterberg Limits
25 in. 52.1 = = =
#% 232 PL LL Pl
: Coefficients
a0 354 Dgs= 215 Deo= .58 Dso= 537
#60 34.6 D3p= 0.124 D15= D10=
#100 31.3 Cy= Cc=
#200 26.7 . )
Classification
USCS= AASHTO=
Remarks
FM.=1.85
* (no specification provided)
Sample No.: 02-664 Source of Sample: Test Borings Date: 6-18-02
Location: B-4/85-2 Elev./Depth: 0.9m-1.5m
Client: NYS Thruway Authority
' B Project: NYS Canal at Culvert 70
Project No: BD-02-088 _Figure Number 02-664
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Particle Size Distribution Report

c
: P .< é .g - Q (=3
§ £ gi 388 5 = g8gg g EEf
100
an
80 \
80 }\
70 \
@
& 60 N,
z N
- A
=z 50 T~
Ll .
o ™
ld_-l 40
N
N
30
20
10
0
500 100 10 1 0.1 0.01 0.001
GRAIN SIZE - mm
% COBBLES - % GRAVEL % SAND % SILT | % CLAY
0.0 39.3 28.9 31.8
SIEVE | PERCENT | SPEC* PASS? Soil Description
SIZE FINER PERCENT | (X=NO) GRAVEL, some Fines, some Sand
1.51in. 100.0
lin. 81.7
B | B ;
in ¥ .
-3 /2 1. Atterberqg Limits
25 in. 64.7 = = =
#% 22; PL LL PI
: Coefficients
24218 2148‘ Dg5i 278 DGOf 4.50 D50-=- 1.23
#60 411 D3p= D15= D1o=
#100 37.5 u= Cc=
#200 31.8 .
Classification
USCS= AASHTO=
Remarks
FM.=1.33
* (no specification provided)
Sample No.: 02-665 Source of Sample: Test Borings Date: 6-18-02
Location: B-4/S-3 Elev./Depth: 1.5m-2.1m
Client: NYS Thruway Authority
i B Project: NYS Canal at Culvert 70
Project No: BD-02-088 Figure Number  02-665
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Particle Size Distribution Report
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500 100 10 . 1 0.1 0.01 0.001
GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT [ s%cLAY
0.0 11.6 34.8 53.6
SIEVE | PERCENT | - SPEC. PASS? Soil Description
SIZE FINER PERCENT =NO) FINES, some Sand, little Gravel
5 in. 100.0 ’
375 in. 93.0
25| ,
. Atterberg Limits
#10 83.5 - - -
2| R R A
: Coefficients
#60 70.1 - S =0113 -
#100 64.0 Dgs5= 2.72 Dgg= 0.113 Dso=
#200 53.6 D3p= D15= D10=
Cy= Ce=
Classification
USCS= ' AASHTO=
Remarks
FM.=0.55
* (o specification provided)
Sample No.: 02-666 Source of Sample: Test Borings Date: 6-18-02
Location: B-4/S-4 Elev./Depth: 2.1m-2.7m
Client: NYS Thruway Authority -
S ' B Project: NYS Canal at Culvert 70
Project No: BD-02-088 Figure Number  02-666
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Particle Size Distribution Report

Figure Number
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500 100 10 g 0.1 0.01 0.001
GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT |  %CLAY
0.0 11.0 38.6 504
SIEVE PERCENT SPE.C,e PASS? Soil Descrigtion
SIZE FINER PERCENT | (X=NO) FINES, and Sand, little Gravel
75 in. 100.0
.5in. 97.2
B | :
. n . imi
- Atterberg Limits
#4 89.0 = = =
ﬁég gfﬁ PL LL Pl
: Coefficients
#40 77.6 = S -
#60 70.8 Dgs= 2.00 Dgo= 0.132 Dso=
#100 622 D3g= D15= D10=
#200 50.4 Cu= Cc=
Classification
USCS= AASHTO=
. Remarks
F.M.=0.56
* (no specification provided)
Sample No.: 02-667 Source of Sample: Test Borings Date: 6-18-02
Location: B-4/S-5 Elev./Depth: 2.7m-3.3m
Client: NYS Thruway Authority
S ' B Project: NYS Canal at Culvert 70
Project No: BD-02-088 02-667




Particle Size Distribution Report
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT | % CLAY
0.0 64.5 22.0 13.5
SIZE FINER PERCENT | (X=NO)' GRAVEL, litt] e Sand, little Fines
1.5 in. 100.0
1in. 46.8
. Atterberg Limits
#10 28.9 = = =
420 550 PL= LL= Pl=
##28 %;’ g Coefficients
#100 18.9 . D85f 37.0 DGOf 34.6 D5Of 28.0
#200 135 D3p= 2.53 D15= 0.0908 D10=
Cy= Ce=
Classification
USCS= AASHTO=
Remarks
FM.=1.46
* (no specification provided)
Sample No.: 02-668 Source of Sample: Test Borings Date: 6-18-02
Location: B-4/8-6 Elev./Depth: 4.6m-4.63m
Client: NYS Thruway Authority
I B Project: NYS Canal at Culvert 70 ,
Project No: BD-02-088 Figure Number  02-668




